
SAMPLE ID 
NO.

SAMPLE 
DEPTH (Ft)

LEAD 
(mg/kg)

ARSENIC 
(mg/kg)

BH-DH-12 0-1 6510 382

BH-DH-12 1-2 2400 224

BH-DH-12 2-3 2400 342

BH-DH-12 3-4 4090 496

BH-DH-12 4-5 2660 405

BH-DH-12 5-6 2400 320

BH-DH-12 6-7 2480 249

BH-DH-12 7-9 282 64.6

BH-DH-12 9-11 98.2 29.6

BH-DH-12 11-13 481 98

BH-DH-12 13-15 100 56.3

BH-DH-12 15-17 931 67.9

BH-DH-12 17-19 52.7 11.1

BH-DH-12 19-21 377 99.9

BH-DH-12 21-23 85.1 20.1

BH-SC-01 SURFACE 1280 543

BH-SC-02 SURFACE 31500 717

BH-SC-03 SURFACE 3950 1580

BH-SC-04 SURFACE 5250 2240

BH-SC-05 SURFACE 2600 3150


